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What this standard covers

This standard specifies the coal granular activated carbon adsorption sample S0 (2)

saturation capacity test used, instruments and equipment, measuring step, precision results

and methods of expression. This standard applies to coal granular activated carbon, also

applies to the husk and wood-based activated carbon quality is equally applicable to the

used activated carbon and activated carbon regeneration.
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