ICS 71.100.99 N B

CCS G74

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

NB/SH/T 0964-2026

Standard test method for attrition index of catalytic cracking
catalysts by tube method

(English Translation)

Issued on: December 27, 2017 Implemented on: June 1, 2018

Issued by: National Energy Administration

Preview: page 1 of 2 shown, 8 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/nb-sh-t-0964-2026


https://chinastandards.org/standards/nb-sh-t-0964-2026

Table of Contents

Document data

Standards quoted by this standard

2 Normative references

The following documents are referred to in the text in such a way that some or all of their
content constitutes requirements of this document.

GBI/T 6379.2
GB/T 6682-2008
GB/T 12805-2011
GB/T 22819-2008

NB/SH/T 0960

1

Preview: page 2 of 2 shown, 8 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/nb-sh-t-0964-2026


https://chinastandards.org/standards/nb-sh-t-0964-2026

