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What this standard covers

This standard specifies the natural rubber physical and chemical test methods, as well as

evaluating natural rubber vulcanization characteristics using standard materials, standard

test recipes, equipment and operating methods.

Document data

International classification (ICS): 83.060.

Chinese classification (CCS): G04.

Estimated length of the Chinese original: 9,980 words.

Adopted international standard: ISO 1658-1994, IDT.
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