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What this standard covers

This standard specifies the use of inductively coupled plasma emission spectrometer or

atomic absorption spectrometer to determine the thickness of the gold cladding layer

method. This standard applies to the determination of the thickness of the gold cladding

layer of gold cladding jewelery with copper and zinc.

Document data

International classification (ICS): 39.060.

Chinese classification (CCS): Y88.

Estimated length of the Chinese original: 5,532 words.

Supersedes the earlier edition QB/T 1133-1991.
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