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What this standard covers

This standard specifies the requirements for rabbit skin, rabbit skin test methods and

refined logo, packaging, transport and storage. This standard applies to all kinds of craft

processing rabbit skin.

Document data

International classification (ICS): 59.140.30.

Chinese classification (CCS): Y46.

Estimated length of the Chinese original: 8,865 words.

Supersedes the earlier edition QB/T 1284-1991; QB/T 1285-1991.

Standards quoted by this document

GB/T 19941-2005; GB/T 19942-2005; QB/T 1266; QB/T 1267-1991; QB/T 1270-1991; QB/T

1271-1991; QB/T 1273-1991; QB/T 1274-1991; QB/T 1276-1991; QB/T 1277-1991; QB/T

2711-2005; QB/T 2725-2005; QB/T 2790-2006; QB/T 2924-2007; QB/T 2925 -2007
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