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What this standard covers

This standard specifies the requirements for marking, appearance, melt flow rate deviation,

moisture content, dispersibility, color difference, migration resistance, heat resistance, and

limit values ??of polyethylene masterbatches. It describes sample preparation and

corresponding test methods, and specifies inspection rules, marking, packaging,

transportation, and storage. This document applies to the production, inspection, and sale

of masterbatches made from polyethylene resin and pigments as main raw materials

through extrusion granulation.

Document data

International classification (ICS): 83.040.30.

Chinese classification (CCS): Y20.

Estimated length of the Chinese original: 12,171 words.

Supersedes the earlier edition QB/T 1648-1992.
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