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What this standard covers

This standard specifies the classification, requirements, test methods, inspection rules and
marking, packaging, transportation and storage of rigid foamed PVC low foaming sheets.
This standard is applicable to rigid polyvinyl chloride low foaming sheets made of polyvinyl
chloride resin as the main raw material, with various additives, and mixed by free foaming
extrusion process.

Document data

International classification (ICS): 83.140.99.
Chinese classification (CCS): G33.
Estimated length of the Chinese original: 7,752 words.

Supersedes the earlier edition QB/T 2463.1-1999.

Standards quoted by this document

GB/T 1040.2-2006; GB/T 1043.1-2008; GB/T 1633-2000; GB/T 2828.1-2012; GB/T
2918-1998; GB/T 6343-2009; GB 8624; GB/T 8811-2008; GB/T 9341-2008; GB/T
17657-2013; GB/T 33284-2016
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