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What this standard covers

This standard specifies the terms and definitions, symbols and code, material,

classification, product specifications, requirements, test methods, inspection rules, as well
as signs and packaging of UHMWPE pipe fittings (hereinafter referred to as "pipe fittings"
Transport, storage. This section applies to PE-UHMW as the main raw material, extruded or
pipe through the secondary production of pipe fittings. The provisions of this section of the
pipe is suitable for conveying slurry, powder, granular solids, water, some corrosive
chemical liquids below 45 ? and fluids at low temperatures.
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