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What this standard covers

This standard specifies the method for determining the content of chromium oxide (Cr2O3)

in leather by titration. This standard applies to leather with a chromium oxide (Cr2O3)

content higher than 0.3%.

Document data

International classification (ICS): 59.140.30.

Chinese classification (CCS): Y46.

Estimated length of the Chinese original: 7,786 words.

Adopted international standard: ISO 5398-1:2007, MOD.

Supersedes the earlier edition QB/T 2720-2005.

Standards quoted by this document

GB/T 6682; QB/T 2706; QB/T 2716; QB/T 2717; QB/T 2719
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