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What this standard covers

This standard specifies 3-hydroxybutyrate/valerate copolymer (poly-3-hydroxy

butyrate-co-valerate, the following abbreviations "PHBV") product requirements, test

methods, inspection rules and signs, packaging, transport and storage. This standard

applies to the use of PHBv resin material produced by biological fermentation method,

which HV content in PHBV in 0

Document data

International classification (ICS): 83.080.
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GB 1033-1986; GB/T 1040-1992; GB/T 1843-1996; GB/T 2918-1998; GB/T 19276.1-2003
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