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What this standard covers

This standard specifies the evaluation of carpet -resistant equipment and detection

methods used in pollution characteristics in the absence of abrasive wear as well as the

use of artificial pollution standard organizational changes resulting mixture. This test

method is applicable to all kinds of detection without laying carpet. Scope of this detection

method can be extended to the fiber finishing agent, cleaning chemicals and cleaning

equipment effectiveness evaluation (see Appendix A).
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