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What this standard covers

This standard specifies the use of polyurethane synthetic leather shoes classification,

requirements, test methods, inspection rules and signs, packaging, transport and storage.

This standard applies to non-woven cloth or woven cloth as substrate by dry, wet

polyurethane coating process manufacturing synthetic leather for shoe lining.

Document data

International classification (ICS): 59.080.40.

Chinese classification (CCS): Y47.

Estimated length of the Chinese original: 11,177 words.
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