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What this standard covers

This Standard specifies the method for determination of glazed ceramic ware Vickers

hardness. This Standard applies to household pottery, stoneware, porcelain.

Document data

International classification (ICS): 81.060.01.

Chinese classification (CCS): Y20.

Estimated length of the Chinese original: 5,567 words.

Supersedes the earlier edition QB/T 3731-1999.

Standards quoted by this document

GB/T 5000; GB/T 5001
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