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What this standard covers

This standard specifies the Turning PTFE film (hereinafter referred to as "PTFE turning

film") classification, requirements, test methods, inspection rules and signs, packaging,

transportation and storage. This standard applies to the processing of PTFE suspension

resin obtained by turning the film.

Document data

International classification (ICS): 83.140.99.

Chinese classification (CCS): Y28.

Estimated length of the Chinese original: 8,868 words.

Supersedes the earlier edition QB/T 3627-1999.

Standards quoted by this document

GB/T 1033.1-2008; GB/T 1040.3-2006; GB/T 1408.1-2006; GB/T 2828.1-2012; GB/T

2918-1998; GB/T 6672-2001; GB/T 6673-2001
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