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What this standard covers

This standard specifies the classification, requirements, test methods, inspection rules,

marking, packaging, transportation and storage of waterborne polyurethane superfine fiber

synthetic leather. This standard is applicable to synthetic leather made of water-based

polyurethane resin as the main raw material, sea-island type microfiber non-woven fabric as

the base, dry and wet process.
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