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What this standard covers

This standard specifies the classification, requirements, test methods, inspection rules,

marking, packaging, transportation and storage of polyvinyl chloride coated films for marine

oilfields. This standard applies to the polyethylene terephthalate fiber fabric as the base,

with polyvinyl chloride plastic paste as the coating material, the use of coating process

made of marine oil tank with coating film (below Referred to as "oil tank membrane

material").

Document data

International classification (ICS): 59.080.40.

Chinese classification (CCS): Y47.

Estimated length of the Chinese original: 7,789 words.
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