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What this standard covers

This standard specifies the measurement, calculation and allowable error of the leather

area. This standard applies to raw hides, blue wet leather, semi-finished leather, crystal

leather, finished fur.

Document data

International classification (ICS): 59.140.30.

Chinese classification (CCS): Y46.

Estimated length of the Chinese original: 4,470 words.
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