
ICS 83.140.30

CCS G 33 QB

LIGHT INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

QB/T 5099.1-2017

Beta crystallized homopolypropylene (??-PPH) piping systems
for industrial application. Part 1: pipes

(English Translation)

Issued on: April 12, 2017 Implemented on: October 1, 2017

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 9 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/qb-t-5099-1-2017

https://chinastandards.org/standards/qb-t-5099-1-2017


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the ? crystal homopolypropylene mixed compound as raw material,

the extrusion of the circular cross-section ?-crystalline homopolymer polypropylene pipe

(hereinafter referred to as the pipe) terms and definitions, symbols and abbreviations,

Materials, requirements, test methods, inspection rules, and signs, packaging,

transportation, storage. This section is suitable for conveying industrial media pipe.
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