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What this standard covers

This standard specifies the ? crystal homopolypropylene mixed material as raw material,

the ?-crystalline polypropylene homopolymer injection molding (hereinafter referred to as

the tube) terms and definitions, symbols and abbreviations, materials, classification,

requirements, test Methods, inspection rules and signs, packaging, transportation, storage.

This section is suitable for conveying industrial media pipe fittings.
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