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What this standard covers

This standard specifies the terms, definitions, symbols and abbreviations, materials, pipe

structure and marking, requirements, test methods for the construction of hollow PVC-M

hollow wall spiral pipe (hereinafter referred to as the pipe), Inspection rules, signs, transport

and storage. This standard applies to polyvinyl chloride resin as the main raw material,

adding the necessary impact modifiers and other additives, the extruded drainage pipe for

the construction of drainage.
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