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What this standard covers

This standard specifies the abrasion resistance of plastic pipe (hereinafter referred to as

"pipe") with a gravel/water mixture as the wear medium. This standard applies to

thermoplastic and thermosetting plastic pipe wear resistance evaluation. This standard also

applies to modified plastic pipe and multilayer composite plastic pipe and other wear

resistance evaluation.
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