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What this standard covers

This standard specifies the PVC foam pad product classification, requirements, test

methods, inspection rules and signs, packaging, transportation, storage. This standard

applies to the base fabric to PVC plasticizer paste for the coating material, the base fabric

by sizing, shaping, foaming, cooling process made of foam pad.
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