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What this standard covers

This standard specifies the classification, requirements, test methods, inspection rules,

signs, packaging, transportation and storage of waterborne polyurethane/PVC composite

leatherettes. This standard applies to water-based polyurethane as a surface layer, with

polyvinyl chloride added plasticizers and other additives as the intermediate layer, with a

knitted fabric or woven fabric as the base, in order to transfer coating on the release paper

in turn one-time molding Made of composite artificial leather.

Document data

International classification (ICS): 59.080.40.
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