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What this standard covers

This standard specifies the test preparation, the xenon arc lamp method, the ultraviolet

lamp method and the test result of the wearing condition of the watch appearance. This part

is applicable to the illumination test of watch glass, watch case, dial, back cover, watch

band, buckle and other watch parts made of metal and alloy, cermet, plastic, rubber, leather

and other materials.
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