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What this standard covers

This standard specifies the method for the determination of dyes and pigments in leather to

migrate into white polyvinyl chloride film.

Document data

Chinese classification (CCS): Y46.

Estimated length of the Chinese original: 5,587 words.

Adopted international standard: ISO 15701:1998??MOD.

Standards quoted by this document

ISO 15701:1998??MOD
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