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What this standard covers

This standard specifies the terms and definitions, classification and identification,

requirements, test methods, inspection rules, marking, packaging, transportation and

storage of polylactic acid thermoforming cups. This standard is applicable to beverage cups,

including cold drink cups and hot drink cups, which are made of polylactic acid resin as the

main raw material, obtained by sheet extrusion process, and then manufactured by

thermoforming process.
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