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What this standard covers

This standard specifies the terms and definitions, classification, requirements, test

methods, inspection rules and marking, packaging, transportation and storage of

ethylene-vinyl acetate copolymer foamed sheets. This standard applies to ethylene-vinyl

acetate copolymer resin (EVA) and polyethylene (PE) resin, ethylene-vinyl acetate

copolymer resin (EVA), polyethylene (PE) resin as the main raw materials, adding foaming

agent , cross-linking agent and other auxiliary agents, foamed sheet produced by molding

foaming method and post-processing.
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