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What this standard covers

This standard specifies the copper, chromium and arsenic (CCA) wood preservatives

requirements, sampling, inspection methods, signs, packaging, transport and storage. This

standard applies to copper, chromium, arsenic compounds for raw materials water

containing composite preservatives. CCA wood preservatives applied to standing timber,

landscape timber, mine timber, railway sleepers, preservative ocean timber and other

industrial materials such as wood and agricultural, , marine timber insects (ants),

anti-drilling marine animal handling.
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