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What this standard covers

This standard specifies: Rigid foam float Dimensions, mass, buoyancy, floating rate,
compressive and tensile strength, such as pilot projects Test method. This standard applies
to: PVC as the main raw material, been molded foam molding, has a closed-cell structure
rigid foam float test.

Document data

International classification (ICS): 65.150.
Chinese classification (CCS): B56.
Estimated length of the Chinese original: 9,916 words.

Supersedes the earlier edition SC/T 5003-1988.

Standards quoted by this document

GB/T 1040-1992; GB 8050-1987; GB/T 8834-1988; SC/T 5002-1995
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