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What this standard covers

This Standard specifies the terms and definitions Polyamide network cable, mark,

requirements, test methods, inspection rules, marking, packaging, transport and storage.

This Standard applies to the use of a linear density of 23 tex R amine poly filament

Document data

International classification (ICS): 65.150.

Chinese classification (CCS): B56.

Estimated length of the Chinese original: 10,185 words.

Supersedes the earlier edition SC/T 5006-1983.

Standards quoted by this document

GB/T 3939.1; GB/T 6965; SC/T 4022; SC/T 4023; SC/T 5001; SC/T 5014
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