ICS 75.140 S H

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

SH/T 0099.10-2005

Test method for coating ability and water resistance of
emulsified asphalt

(English Translation)

Issued on: January 1, 2005 Implemented on: January 1, 2005

Issued by: Ministry of Industry and Information Technology

Preview: page 1 of 2 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/sh-t-0099-10-2005


https://chinastandards.org/standards/sh-t-0099-10-2005

Table of Contents

Document data

Standards quoted by this standard

1 Document data

ICS: 75.140.

1

Preview: page 2 of 2 shown, 15 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/sh-t-0099-10-2005


https://chinastandards.org/standards/sh-t-0099-10-2005

