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What this standard covers

This standard specifies the conditions at low temperatures, testing anti-rust oil and antirust
grease on the metal adhesion capability approach. This standard applies to anti-rust oil and
antirust grease.

Document data

International classification (ICS): 75.1.

Chinese classification (CCS): E41.

Estimated length of the Chinese original: 5,519 words.
Adopted international standard: JIS K2246-1994, EQV.

Supersedes the earlier edition SH/T 0211-1992.
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