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What this standard covers

This standard specifies the spectrophotometric determination of platinum - rhenium

reforming catalyst rhenium content approach. This standard applies to fresh and used

without other debris (eg mechanical impurities and other catalysts, etc.) are supported on

alumina platinum - rhenium reforming catalyst.
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