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What this standard covers

This standard specifies the test affect the electrical insulating oil in equipment operation

corrosive sulfur test methods, this standard applies to electrical equipment with mineral

insulating oil.

Document data

International classification (ICS): 75.140.

Chinese classification (CCS): E38.

Estimated length of the Chinese original: 5,567 words.

Adopted international standard: DIN 51353-1985, MOD.
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