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What this standard covers

This standard specifies the method for determining the oil content of oil-filled rubber. This

standard is suitable for oil-filled styrene-butadiene rubber (SBR), oil-filled butadiene rubber

(BR), oil-filled styrene-butadiene block copolymer (SBS) and oil-filled ethylene- Olefin

copolymer (EPDM).
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Chinese classification (CCS): G35.

Estimated length of the Chinese original: 557 words.

Supersedes the earlier edition SH/T 1718-2002.
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