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What this standard covers

This standard specifies: Physical and chemical testing of raw rubber; evaluation of ethylene

- propylene - diene rubber material standards (ie EPDM) and oil-filled rubber vulcanization

characteristics used, the standard test recipes, equipment and operating procedures.

Document data

Chinese classification (CCS): G35.

Estimated length of the Chinese original: 12,144 words.

Adopted international standard: ISO 4097-2007, MOD.

Supersedes the earlier edition SH/T 1743-2004.

Standards quoted by this document

GB/T 528; GB/T 1232.1; GB/T 2941; GB/T 4498; GB/T 6038; GB/T 9869; GB/T 15340;

GB/T 16584; GB/T 24131
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