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What this standard covers

This Standard specifies the determination of industrial components used in the carbon

content of cracking C9 eight aromatics, styrene, methyl styrene, dicyclopentadiene, indene,

naphthalene, etc. Gas Chromatography. This Standard applies to industrial cracking C9

content of not less than 0.01% (mass fraction) measured component.
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