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What this standard covers

This standard specifies the analytical method for the content of copolymerized

polypropylene monomer with ethylene as a comonomer and its main molecular chain

sequence. The samples include ethylene-propylene random copolymer polypropylene and

ethylene-propylene block copolymer polypropylene.
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