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What this standard covers

This standard specifies a method for the determination of free acrylonitrile content in
acrylonitrile-butadiene raw rubber by headspace gas chromatography. This standard
applies to acrylonitrile-butadiene raw rubber, and the minimum detection limit of free
acrylonitrile content is 1.8mg/kg.
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