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What this standard covers

This standard specifies the use of hydrogen nuclear magnetic resonance spectroscopy to

determine the cis-1,4 structure (cis-1,4), trans-1,4 structure (traps-1, 4) and 3, 4 Structure

(3,4) content method. This standard applies to IR raw rubber.
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