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What this standard covers

This standard specifies the requirements for materials, pre-weld preparation, welding,

post-weld heat treatment and welding inspection of carbon steel and chrome-molybdenum

steel tubes and pipe fittings for petrochemical tubular furnaces.

Document data

Chinese classification (CCS): P72.

Estimated length of the Chinese original: 24,289 words.

Supersedes the earlier edition SH 3085-1997.
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