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What this standard covers

This standard specifies the static equipment used in the wet hydrogen sulfide environment

of the refinery to resist sulfide stress cracking (SSC), hydrogen induced cracking (HIC) and

stress-induced hydrogen induced cracking (SOHIC) in design, materials, manufacturing,

inspection, etc. Aspect requirements.
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