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What this standard covers

This standard specifies the printed circuit board assembly with parylene coating for the

three anti-, vapor deposition of parylene coating requirements. This standard applies to the

printed circuit board assembly with parylene coating for protection. This standard does not

apply to GJB 2142-1994 in GP, ??GR, GT, GX, GY, TFE CCL production of printed circuit

board assemblies.
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