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What this standard covers

This standard specifies the performance requirements and quality assurance regulations for

gold plating. Gold plating requirements mainly include: materials, processes and

equipment, matrix materials, pretreatment, underplating, post-treatment, and gold plating

performance index system. Gold plating performance indicators mainly include: appearance

quality, thickness, bonding strength, hardness, heat resistance, weldability, residual salt,

surface roughness, wear resistance, porosity, corrosion resistance, electrical properties,

coating composition, etc. .
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