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What this standard covers

This standard specifies the chemical analysis methods for carbon, sulfur, phosphorus,

nickel, cobalt, tungsten, manganese, iron, and silicon in nickel and nickel alloys for electric

vacuum devices. This standard applies to nickel and nickel alloys used in electric vacuum

devices.
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Supersedes the earlier edition SJ 1542-1987.

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/sj-t-1542-2020

https://chinastandards.org/standards/sj-t-1542-2020

