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What this standard covers

This standard specifies the hydraulic concrete sand, technical requirements stone

aggregate test sieve, test conditions and test methods for test sieve test. Needed to

determine the inspection cycle, a maximum of one year.

Document data

International classification (ICS): 93.160.

Chinese classification (CCS): P59.

Estimated length of the Chinese original: 17,192 words.

Supersedes the earlier edition SL 126-1995.

Standards quoted by this document

GB/T 6003.1; GB/T 6003.2; GB/T 14684; GB/T 14685; SL 352; ISO 6274
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