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What this standard covers

This standard specifies the drafting handheld and hand -guided action This standard

specifies the import and export of polyester, acrylic staple fiber defect determination

method. This standard applies to import polyester, acrylic staple fiber defect determination

of sampling, test procedures and calculation methods.

Document data

International classification (ICS): 59.060.20.

Chinese classification (CCS): W52.

Estimated length of the Chinese original: 8,856 words.

Supersedes the earlier edition SN/T 0472-1995.

Standards quoted by this document

GB/T 8170; GB/T 14339; BISFA acrylic staple fiber internationally agreed test methods;

BISFA polyester staple fiber test methods
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