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What this standard covers

This standard specifies the bauxite SiO2, Fe2O3, Al2O3, CaO, MgO, K2O, P2O3,

wavelength dispersive X -ray fluorescence spectrometric method TiO2. This part applies to

bauxite SiO2, Fe2O3, Al201, CaO, MgO, K2O, P2O3, measured TiO2. Measurement range

of each compound are shown in Table 1.
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