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What this standard covers

This standard specifies the determination of the composition of the metal powder size dry

sieving test methods. This standard applies to dry, free of metal powder lubricant. Obviously

does not apply to anisometric shape metal powder, such as flakes. This standard does not

apply to all or most of the metal powder size of less than 45µm.

Document data

Chinese classification (CCS): A28.

Estimated length of the Chinese original: 8,849 words.

Adopted international standard: ISO 4497-1983, MOD; ISO 2591-1-1988, NEQ; ASTM
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