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What this standard covers

This standard specifies the import and export of iron ore in the thermal cracking quality

evaluation index grading standards. This standard applies to export iron ore.

Document data

Chinese classification (CCS): D31.

Estimated length of the Chinese original: 5,525 words.

Standards quoted by this document

GB/T 10322.1; GB/T 10322.6; GB/T 20565; SN/T 1797.1; ISO 8371
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